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FIRST LINE SILK VELVET CO., LTD 
FUYE ROAD FENGMING ECONOMIC DEVELOPMENT ZONE TONGXIANG CITY ZHEJIANG PROVINCE 
CHINA 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Woven fabric: 95% polyester 5% cotton in cocoa brown for sofa/curtain 
Style No. : Contton look series 
Manufacturer : FIRST LINE SILK VELVET CO., LTD 
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : Feb 28, 2017 
Testing Period : Mar 03, 2017 -  Mar 07, 2017 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services (Shanghai) Co. Ltd 

 
________________________ 
Hattie Chen 
Account Executive 
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Test Result 
 
Abrasion Resistance 
(ISO 12947-2:1998/Cor.1:2002(E); Martindale Wear & Abrasion Tester;  12 kPaPressure) 
 
As received    

Endpoints (rubs) >50000  

 
*** End of Report *** 
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